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[571 ABSTRACT 

A stress detection apparatus is provided. A piece of semi- 
conductor grade. single crystal silicon mounted on the 
material is ilIuminated by an infrared source with radiation 
having a wavelength in the range of 800-1100 nanometers. 
An infrared detector monitors the photoelastic effects of 
illuminating the single crystal silicon with the radiation. 


